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Company Information

AFAER

Applicant's Name

Chasing-Innovation Technology co.,Ltd

PRYINEAT QTR AT IR A A

15 7 No.1001 Building 11th, 1# Shenzhen Software Park (Phase 2), Science and Technology
Center Road 2, Maling Community, Yuehai Street, Nanshan District, Shenzhen City, China
RYINTIT g Ly DX BT RO A DX b b X R 2 % 1 SR YIAl(2 391)11 #k 1001
SHENZHEN CPKD TECHNOLOGY LTD.
BT RRA R A TR A
No. 6 Dongzhu Road, Dongfang Community, Songgang Street, Baoan District, Shenzhen City,
Manufact Guangdong Province, China
mesld VRIS 22 AR BT A HEIX R B 6 5T e
hjyeosite www.szcpkd.com
o O
Telephone Number Email address
7 15013473611 L b salesO7@ctech.net.cn

Test Laboratory

Shenzhen LCS Compliance Testing Laboratory Ltd.
RIS AR 0 B 43 A BR 2 =)

Room 101, 201, Building A and Room 301, Building C, Juji Industrial Park, Yabianxueziwei,
Shajing Street, Bao'an District, Shenzhen, Guangdong, China

IR S 2 PR YN 5 22 Kb e 10 % 7 B B 2 T EAK101. 201, CHE301
Website ] Email address
i http:// www.lcs-cert.com A ikt webmaster@lcs-cert.com
Telephone Number Fax
. . +(86) 0755-8259 1330 +(86) 0755-8259 1332
R T (80) fre st (89)
Battery Information
R ERSS
Sample name Lithium ion Battery Trade Mark N/A
FE il 4 BT [k
Samples Model Description Rechargeable Li-ion Battery
v O g 10.35Ah 21.6V o
BRI ik ] 76 LA B T HL
Nominal voltage 016V Capacity 3 N oo Wh
R .6 o B 0.35Ah, 223.56
Weight 1904.2 Lithium content /
ik - CET
Appearance Cylindrical/Black Combination 6S3P
S FFETE /R A7 K
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Test Information

FRAER
UN Report Date of test report
UNSH 2 2 LCS200910105ASA UNSR25 5 % H 3 2020.09.28
Standard Section 38.3 of of the Seventh Revised Edition of the Recommendations on the Transport of
R Dangerous Goods, Manual of Test and Criteria (ST/SG/AC.10/11/Rev.7, Section 38.3)
BEE (kT aRREDEnEN TR ETM) B-EEITRE38.3 17
T.1 Altitude simulation PASS T.5 External short circuit PASS
o AR atk AT EE I i
T.2 Thermal test PASS T.6 Crush/ Impact PASS
firf FK aH B IR i o il
T.3 Vibration PASS T.7 Overcharge PASS
=5 =i R Gl
T.4 Shock PASS T.8 Forced discharge PASS
M i S EOR Gl
N/A N/A
38.3.3 (f) T 38.3.3(9) S
THE PHOTO OF SAMPLE
FmE R

i

Signature/ Technical
Manager
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Date of issue 020.09.28
%% A 2020092

This UN38.3 test summary is based on the satisfactory testing of the sample under test, which excludes the evaluation
of other samples of the same series of the samples.This summary must be used in conjunction with the test report.
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***End of report***




